
1CLPT - Facestock

Test Property Units Typical Value Metric Units Metric Value Test Method

Caliper - Average mil .92 um (micrometer) 23.4 TAPPI T411
Tensile Film - MD lb/sq inch 35,000 kg/sq cm 2460.5 ASTM D882
Tensile Film - TD lb/sq inch 35,000 kg/sq cm 2460.5 ASTM D882
Elongation at Break - MD % 100 % 100.0 ASTM D882
Elongation at Break - TD % 100 % 100.0 ASTM D882
Haze % 1.7 % 1.7 ASTM D1003

Shrinkage-MD
% 30 min @ 302

F
1.6 % 30 min @ 150 C 1.6 ISO 2469

Shrinkage-TD
% 30 min @ 302

F
.4 % 30 min @ 150 C .4 ISO 2469

Area Yield sq in/lb 21557 sq m/kg 30.8 ASTM E252
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